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bacteriabacteriaDİNÇ S. K., SAN KESKİN N. O., KAYHAN F. E.European Biotechnology Congress 2020, Prague, Çek Cumhuriyeti, 24 - 26 Eylül 2020, cilt.35, ss.11-12II. Reusable halophilic bacterium attached electrospun nanofibrous webs for chromium removal inReusable halophilic bacterium attached electrospun nanofibrous webs for chromium removal inwastewaterwastewaterDİNÇ S. K., SAN KESKİN N. O.International Eurasion Conference on Biotechnology and Biochemistry, Ankara, Türkiye, 16 - 18 Aralık 2020III. Selüloz Asetat Nanofiber Kaplı Bakır  Yüzeylerin Yapay Tuzlu Su Ortamında Antikorozif EtkinliğininSelüloz Asetat Nanofiber Kaplı Bakır  Yüzeylerin Yapay Tuzlu Su Ortamında Antikorozif EtkinliğininBelirlenmesiBelirlenmesiDeniz F., NAZIR H., SAN KESKİN N. O.20. Uluslararası Katılımlı Ulusal Biyoteknoloji Kongresi, Türkiye, 10 - 12 Ekim 2019IV. Green engineered silver nanoparticles as potent anti-corrosive inhibitor for  copper by halophilicGreen engineered silver nanoparticles as potent anti-corrosive inhibitor for  copper by halophilicbacteria in seawaterbacteria in seawaterSAN KESKİN N. O., Deniz F., NAZIR H.INTERNATIONAL CONFERENCE ON FUNCTIONAL NANOMATERIALS AND NANODEVICES, 11 - 13 Eylül 2019V. COMPARASION OF ANTIBACTERIAL SILVER BORATE AND COPPERBORATE COMPOUNDS FORCOMPARASION OF ANTIBACTERIAL SILVER BORATE AND COPPERBORATE COMPOUNDS FORCERAMIC GLAZE APPLICATIONSCERAMIC GLAZE APPLICATIONSaguş o., ABALI Y., ARSLAN O., SAN KESKİN N. O.8th International Conference of Strategic Research on Scientific Studies and Education, 11 - 13 Mayıs 2018VI. Methylene Blue Dye Removal Using Sphagnum palustre L . Bog-moss as a ReusableBiosorbentMethylene Blue Dye Removal Using Sphagnum palustre L . Bog-moss as a ReusableBiosorbentSAN KESKİN N. O., UYAR G.International Eurasian Conference onBiological and Chemical Sciences, 26 - 27 Nisan 2018VII. FACILE AND CONTROLLED PRODUCTION OF FACILE AND CONTROLLED PRODUCTION OF ANTIBACTERIAL SILVER BORATE COMPOUNDS FORANTIBACTERIAL SILVER BORATE COMPOUNDS FORCERAMIC GLAZE APPLICATIONSCERAMIC GLAZE APPLICATIONSOsman A., ARSLAN O., SAN KESKİN N. O., ABALI Y.MANİSA CELAL BAYAR UNIVERSITY, ÜSİTEM1. INTERNATIONAL UNIVERSITY INDUSTRY COOPERATION, RD ANDINNOVATION CONGRESS, 18 - 19 Aralık 2017VIII. Facile and control production of antibacterial silver borate compounds for ceramic glaze applicationFacile and control production of antibacterial silver borate compounds for ceramic glaze applicationaguş o., ABALI Y., ARSLAN O., SAN KESKİN N. O.1. INTERNATIONAL UNIVERSITY INDUSTRY COOPERATION, RD AND INNOVATION CONGRESS, 18 - 19 Aralık 2017IX. Biosynthesis, Structural Characterization and Cytotoxicity Activity o f Silver Nanoparticles ProducedBiosynthesis, Structural Characterization and Cytotoxicity Activity o f Silver Nanoparticles Producedby Bacteria: Lysinibacillus sp. NOSKby Bacteria: Lysinibacillus sp. NOSKSAN KESKİN N. O., Yaylacı E., GÜÇLÜ DURGUN S.INTERNATIONAL CONGRESS ON CHEMISTRY AND MATERIALS SCIENCE, 5 - 07 Ekim 2017X. Atıklardan Mikroorganizmalar Yardımı ile Direkt Elektrik ÜretimiAtıklardan Mikroorganizmalar Yardımı ile Direkt Elektrik ÜretimiSAN KESKİN N. O.Endüstriyel Simbiyoz Konferansı, Türkiye, 1 - 02 Şubat 2017XI. Electrospinning of polymer free cyclodextrin geraniol inclusion complex nanofibers Electrospinning of polymer free cyclodextrin geraniol inclusion complex nanofibers enhanced shelfenhanced shelflife o f geraniol with antibacterial and antioxidant propertieslife o f geraniol with antibacterial and antioxidant propertiesaytaç z., yıldız z. i., kayacı f., SAN KESKİN N. O., TEKİNAY T., UYAR T.18th International Cyclodextrin Symposium, 18 - 21 Mayıs 2016XII. Efficient Encapsulation of Active Agents in Electrospun Polymeric Nanofibers by CyclodextrinEfficient Encapsulation of Active Agents in Electrospun Polymeric Nanofibers by CyclodextrinInclusion ComplexationInclusion Complexationaytaç z., SAN KESKİN N. O., kuşku s. i., TEKİNAY T., DURGUN E., UYAR T.18th International Cyclodextrin Symposium, 18 - 21 Mayıs 2016XIII. Reusable Bacteria Immobilized Electrospun Nanofibrous Web for Decolorization of Methylene BlueReusable Bacteria Immobilized Electrospun Nanofibrous Web for Decolorization of Methylene BlueDye in Wastewater TreatmentDye in Wastewater TreatmentSAN KESKİN N. O., CELEBİOGLU A., Tümtaş Y., UYAR T., TEKİNAY T.BioMicroWorld2015, Barselona, İspanya, 28 - 30 Ekim 2015, ss.539XIV. Rapid Detection of Adulteration in Honey Samples Added Corn Syrups With Surface EnhancedRapid Detection of Adulteration in Honey Samples Added Corn Syrups With Surface EnhancedRaman Spectroscopy Analysis MethodRaman Spectroscopy Analysis Method



SAN KESKİN N. O., Karaboduk K., DURAK M. Z., TEKİNAY T.11th Confocal Raman Imaging Symposium, Ulm, Almanya, 29 Eylül - 01 Kasım 2014XV. Şurup Katkısı Yapılan Bal Örneklerinin Hızlı ve Etkili Şekilde Belirlenmesine Yönelik AnalizŞurup Katkısı Yapılan Bal Örneklerinin Hızlı ve Etkili Şekilde Belirlenmesine Yönelik AnalizMetotlarının GeliştirilmesiMetotlarının GeliştirilmesiSAN KESKİN N. O., Karaboduk K., DURAK M. Z., TEKİNAY T.Arıcılık ve Arı Ürünleri Ar-Ge Proje Pazarı, Düzce, Türkiye, 23 - 24 Ekim 2014XVI. Thymol Thymol CD IC Incorporated Zein Nanofibers CD IC Incorporated Zein Nanofibers Controlled Release Controlled Release Antibacterial and AntioxidantAntibacterial and AntioxidantPropertiesPropertiesAytac Z., SAN KESKİN N. O., TEKİNAY T., UYAR T.Electrospun Nano-and microfibres for biomedical applications conference, 31 Ağustos - 02 Eylül 2015XVII. Biyo  Pil Biyo  Pil Bakterilerden elektrik eldesiBakterilerden elektrik eldesiSAN KESKİN N. O., TEKİNAY T.3.Yenilikçi Ankara Proje Pazarı, Ankara, Türkiye, 24 - 26 Aralık 2013XVIII. Preparation of Silica Nanoparticles from Sugarbeet Bagasse by Laser AblationPreparation of Silica Nanoparticles from Sugarbeet Bagasse by Laser AblationSAN KESKİN N. O., Kurşungöz C., Tümtaş Y., Yaşa Ö., TEKİNAY T., ORTAÇ B.NanoTR-9, Erzurum, Türkiye, 24 - 28 Haziran 2013XIX. Z iraii Endüstriyel Atıksularda Siyanobakterilerden Biyokütle Eldesi Z iraii Endüstriyel Atıksularda Siyanobakterilerden Biyokütle Eldesi ve Gübre Olarak Kullanılmasıve Gübre Olarak KullanılmasıSAN KESKİN N. O., TEKİNAY T.Endüstriyel Simbiyoz ve Temiz Üretim AR-GE Proje Pazarı, Adana, Türkiye, 11 - 13 Nisan 2013XX. Quartz crystal microbalance studies o f the microbially influenced corrosion of nickel copperQuartz crystal microbalance studies o f the microbially influenced corrosion of nickel coppercoatings by Delftia acidovorans İstanbul coatings by Delftia acidovorans İstanbul TurkeyTurkeySAN KESKİN N. O., NAZIR H., DÖNMEZ G.European Biotechnology Congress, İstanbul, Türkiye, 28 Eylül - 01 Ekim 2011XXI. Influence of Aeromonas salmonicida on biofouling and microbial corrosion of nickel copper alloyInfluence of Aeromonas salmonicida on biofouling and microbial corrosion of nickel copper alloycoating of sea cagecoating of sea cageSAN KESKİN N. O., NAZIR H., DÖNMEZ G.V. International Conference Aquaculture & Fishery, Belgrade, Sırbistan, 1 - 03 Haziran 2011XXII. Pseudomonas aeruginosa bakterisinin Ni Pseudomonas aeruginosa bakterisinin Ni Zn ve Nİ Zn alaşımı kaplamalarına korozyon etkisininZn ve Nİ Zn alaşımı kaplamalarına korozyon etkisininincelenmesiincelenmesiSAN KESKİN N. O., NAZIR H., DÖNMEZ G.20. Ulusal Biyoloji Kongresi, Denizli, Türkiye, 21 - 25 Haziran 2010XXIII. Aeromonas eucrenophila bakterisinin Ni X Aeromonas eucrenophila bakterisinin Ni X X X Zn Zn Cu Cu alaşımlarına korozyon etkisinin karşılaştırılmalıalaşımlarına korozyon etkisinin karşılaştırılmalıo larak incelenmesio larak incelenmesiSAN KESKİN N. O., NAZIR H., DÖNMEZ G.20. Ulusal Biyoloji Kongresi Denizli, Denizli, Türkiye, 21 - 25 Haziran 2010XXIV. Clavibacter michiganensis bakterisinin Fe ve Cu metallerinin korozyonuna etkisinin incelenmesiClavibacter michiganensis bakterisinin Fe ve Cu metallerinin korozyonuna etkisinin incelenmesiTabrizi A., SAN KESKİN N. O., NAZIR H., DÖNMEZ G.XVI. Ulusal Biyoteknoloji Kongresi, Antalya, Türkiye, 13 - 16 Aralık 2009XXV. Tuz Gölünden izo le edilen halofilik bakteri türlerinin filogenetik analiziTuz Gölünden izo le edilen halofilik bakteri türlerinin filogenetik analiziKESKİN E., SAN KESKİN N. O.XVI. Ulusal Biyoteknoloji Kongresi, Antalya, Türkiye, 13 - 16 Aralık 2009XXVI. Aeromonas eucrenophila bakterisinin Ni Cu alaşımına korozyon etkisinin EQCM ile incelenmesiAeromonas eucrenophila bakterisinin Ni Cu alaşımına korozyon etkisinin EQCM ile incelenmesiSAN KESKİN N. O., NAZIR H., DÖNMEZ G.XVI. Ulusal Biyoteknoloji Kongresi, Antalya, Türkiye, 13 - 16 Aralık 2009XXVII. Ağır  metal ve boyar madde biyosorpsiyonunda Rhodotorula mucilaginosa kullanımıAğır  metal ve boyar madde biyosorpsiyonunda Rhodotorula mucilaginosa kullanımıSAN KESKİN N. O., DÖNMEZ G.XVI. Ulusal Biyoteknoloji Kongresi, Antalya, Türkiye, 13 - 16 Aralık 2009XXVIII. EQCM study of Ni Zn alloy corrosion in presence of aerobic Aeromonas eucrenophilaEQCM study of Ni Zn alloy corrosion in presence of aerobic Aeromonas eucrenophilaSAN KESKİN N. O., ARICI M., NAZIR H., DÖNMEZ G.8th International Electrochemistry Meeting, Antalya, Türkiye, 8 - 11 Ekim 2009XXIX. Investigation of corrosion behaviour of Ni coated steel in presence of aerobic AeromonasInvestigation of corrosion behaviour of Ni coated steel in presence of aerobic Aeromonas
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